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Sirim Tested Report
No :2017PC0162

Claise 7.3 of DIN EN ISO 1402
Total pressure applied:40 bar
No of tested specimens:3
Date of text :3 April 2017

wiou-I RM 840 QOOPCS/CT
Wiou-7 RM 9.20 GOOPCS/CTN
@ wiou-2 RM 10.00 600PCS/CTN
@ WIou-8 RM 10.0 600PCS/CTN

Wio4-3 RM 1180 500PCS/CTN =.




